


 

 
 

  
 

Figure 1.  Theoretical ELO efficiency as a function of D/k, a measure of the relative rates of trans-
port vs kinetics, for fill factors ranging from 0.02 to 0.32. Results of the exact finite-element calcula-
tion (FEM) are compared to the analytical model.  
 

 
 
 

Figure 2 Measured cross-sectional areas of GaN ELO features grown on a variety of line patterns, 
varying w and m. Solid line denotes the expected result when ELO transport has unit efficiency.  
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